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Abstract. - The effect of alloying elements like Ti, Al, Cr, V and Mo on the oxidation resistance 
of Nb at high temperature (between 700 OC and 1400 OC) has been studied. The value of the 
parabolic oxide growth constants, 0.1 g2/cm4 s < Kp < 100 g2/cm4 s, depends on the nature 
and morphology of oxides formed in the external scale. The growth of protective oxides, like 
alumina, requires a high content of alloying elements, which usually means a lower melting point 
and the formation of brittle phases. 
1. Introduction. 
The improvement of aircraft engines efficiency requires the increase of service temperature 
of various components. The maximum temperature-stress limit combination of nickel base 
superalloys has almost been reached and an increase of several hundreds degrees of the 
temperature requires the use of new alloys [I]. 
New refractory metals are being considered for advanced gas turbine engine applications. 
Among them, niobium, with its high melting point and moderate density shows a good po- 
tential as a base for new aerospace alloys. However, the mechanical properties at high tem- 
perature of current commercial Nb alloys are too low and the oxidation resistance has to be 
improved by adding significant amounts of Ti and Al. Such alloy compositions lead to the 
formation of ordered intermetallic phases [2]. 
The strengthening of Nb alloys based on solid solution and on carbide precipitation is 
detrimental to density and unsufficient. Strengthening by thermodynamically stable and not 
too brittle intermetallic phases is considered. It requires the study of the nature and structure 
of the phases in equilibrium and of the transformation temperatures. 
The first approach to improve the oxidation resistance of Nb alloys consisted in alloying 
with elements such as Ti, Cr, V, Mo, Al in order to dope the Nb205 oxide or to modify its 
fracture behaviour. This was not sufficient and it appeared that alloying in order to produce 
a more resistant surface oxide was required [3]. The second approach was to allow the for- 
mation of more protective oxides such as AlNb04 or A1203. The literature [4] based on the 
Wagner approach suggests that the critical Al content ( N M ) , , ~ ~  necessary to form an external 
alumina scale is related to the oxygen solubility ( N o ) ,  and to the oxygen and aluminium 
diffusivities (Do, DAl) in Nb-Al. In binary alloys this value is very high and the alloy has 
to incorporate some elements to reduce No and Do and to increase DM and thus decrease 
(N~l)crit 
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The object of this paper is the description of the oxidation behaviour and the effect of some 
alloying elements like Ti, Al, Cr, Mo and V to improve the oxidation resistance of some Nb 
ternary alloys at high temperature. 
2. Experimental. 
The alloys were prepared at ONERA by tungsten-arc melting under an argon atmosphere to 
form 80 g buttons. They were heat treated or extruded at temperatures up to 1300 O C .  
The phase characterisation was made by X-ray diffraction, electron microprobe analysis 
(EPMA) and by transmission electron microscopy (TEM). Some transition temperatures were 
determined by differential thermal analysis (DTA). 
The mass increase upon oxidation as a function of time was measured by thermogravimetry 
between 700 "C and 1400 O C  in both air and oxygen, with exposure times up to 100 h. Finally, 
oxidized samples were evaluated by metallography and other techniques mentionned above. 
3. Results and discussion. 
3.1 THE MICROSTRUCTURE. - A number of ternary alloys, shown in figure 1 [5], has been 
produced to study the different phases. This paper describes in more details the performance 
of A, B, C and D alloys (compositions listed in Tab. I). The zirconium content, usual in Nb 
alloys, lowers the dissolved oxygen contamination forming small internal particles of ZrOr 
oxide. 
Fig. 1. - NbTiAl ternary phase diagram [5] at 1200 OC with the alloys studied. 
HIGH TEMPERATURE NbTiAl ALLOYS AND INTERMETALLICS 
Table I. - Alloys composition (in atomic per cent). 
Aluminium solubility (between 10% and more than 30% atom.) in bcc Nb is strongly influ- 
enced by the Ti content (increases with increasing Ti). For the low Al contents, the 6-Nb3Al 
phase is present in the alloys; this phase is stable and hard at high temperature. However, 
this alloy shows a low oxidation resistance. 
When the aluminium content increases, a-NbzAl precipitates in the ordered B2 matrix, 
alloy A (Fig. 2), or in a Llo y-TiAl matrix, alloy B (Fig. 3). 
This Nb2Al phase which can dissolve more than 30% at. of Ti is observed in most of the 
alloys studied and is detrimental to ductility. The DTA results on A and B alloys, show that 
a-Nb2Al is stable up to 1260 OC in B2 (Alloy A) and up to 1330 OC in y-TiAl (Alloy B) where an 
eutectoid reaction occurs: Ti&+ Nb2Al 4 B2 (see Figs. 2 and 3). This transition provides 
a good oxidation behaviour (as shown below) because the aluminium difisivity is higher in 
the B2 structure than in the two phase y-TiAl - a-Nb2Al alloy [4]. 
In order to improve the ductility, other alloys were studied with high titanium content to 
avoid a-Nb2Al or 77-NbA13 brittle phase precipitation. Nevertheless, for the high Ti and Al 
contents the B2 phase is not stable. For example, alloy C (after heat treatment at 1200 OC), 
figure 4, contains two different microstructural scales. The coarse scale refers to the mi- 
crostructure present in the high temperature structure (B2 + a2-Ti3Al), while on a finer 
scale we observe a phase transformation of the B2 matrix during cooling, into an omega re- 
lated phase. This result is in agreement with those of Bendersky et al. [6]. Additional studies 
are necessary to understand the heat treatment sensitive microstructure existing in this part 
of the ternary diagram. 
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Fig. 2. - a) Microstructure of A alloy. b) Stability of Nb2AI in B2 matrix (DTA, 20 OC/min). 
3.2 OXIDATION BEHAVIOUR. - Study of the oxidation behaviour has permitted to demon- 
strate the effect of alloying elements like Ti, Al, Cr, V and Mo to improve oxidation resistance 
at high temperature. On the one hand, we have studied different alloys which had a constant 
Ti content or a constant Al content or NbITi ratios equal to 0.8. On the other hand, we have 
studied some intermetallics (Fig. 5 ) .  
Figure 5  shows the effect of aluminium additions on the oxidation resistance of alloys. 
The value of Kp (parabolic oxide growth constant) measured on a time basis up to 100 h, 
depends on the nature of the oxides formed in the external scale. With 10% ofAl, the main 
oxide is'TiNb207. With 20% of Al, a small quantity of AlNb04 appears. With 30% of Al, 
AlNb04 becomes the main oxide. With 44% of Al (Alloy B) the scale morphology (Fig. 6) 
shows the competition between A1203, Ti02 and AlNb04. At 1200 "C, the diffusivity of Al 
is not sufficient to allow the formation of a continuous scale of alumina. We can see the 
precipitation of a subscale of Nb2Al, resulting from the depletion of Al near the metal-oxide 
interface, due to a low Al diffusivity. In the case of oxidation at 1400 "C in air, no depletion is 
observed, and the diffusivity is sufficient to allow the formation of a protective alumina scale. 
The addition of a low titanium content (Fig. 7) permits the formation of more protective 
oxides in the outer scale such as TiNb207 or TiO2. High contents of Ti increase the alu- 
minium solubility in Nb. Furthermore, with high Al content it stabilizes the B2 phase where 
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Fig. 3. - a) Microstructure of B alloy. b) Stability of Nb2AI in y-TiAl matrix (DTA, 20 "Clmin). 
Al diffusivity is high. With high aluminium contents at 1000 "C, the increase of Ti improves 
the oxidation resistance but at 1400 "C an increase of 10% prevents the formation of alumina 
on NbTiAl alloy containing about 43% of Al and favours the growth of other oxides. 
The effect of Cr and V depends strongly on oxidation temperature (Fig. 8). At lower tem- 
peratures (1000 "C), the addition of low Cr and V content increases the oxidation rate. At 
1200 "C, there is no clear effect, but at high temperatures, such addition produces a decrease 
of Kp of two orders of magnitude. As discussed above, these elements decrease oxygen dif- 
fusivity and solubility in the alloy and enhance the formation of the alumina scale. 
Therefore, the addition of low Cr and V contents and high Ti content leads to continuous 
alumina scale formation for alloy D, (Fig. 9) which does not contain the two brittle phases 
(Nb2Al or NbA13) in opposition with alloy B and with the majority of the alloys studied in the 
literature. 
Other elements are being considered for alloying such as Mo but evaporation of Moo3 
oxides was observed above 800 "C. 
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Fig. 4. - Microstructure of C alloy. 
Al atomic % 
Fig. 5. - Influence of the %A1 on the parabolic rate constant. Nb-30,40%Ti at 900 and 1000 OC in air. 
To summarize, we may distinguish 3 domains in the field of experimental variables investi- 
gated here (temperature and Al content): i) the first one, where the Al content is smaller than 
(NAl)oi, (critical Al content), the main oxide being Nb2O5; ii) the second where the Al con- 
tent is high enough to form an alumina scale but where A1 difisivity in the metal is smaller 
than in the oxide leading to the formation of other oxides; iii) the third where A1 content is 
greater than (NAl),rit and the diffusivity in the metal is greater than in the oxide allowing the 
formation of a continuous alumina scale. Figures 10 summarizes the different oxides found 
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Fig. 6. - Formation of a protective alumina scale on alloy B. 
in our ternary alloys. A1203 is only present in B and D alloys with A1 contents of 45 and 40% 
respectively. 
Finally, the effects of oxygen partial pressures and nitrogen environment have been stud- 
ied. For alloys with high Ti content, binary TiAl intermetallics and Ti rich NbTiAl alloys with 
low contents in other alloying elements, the oxidation rate is higher in air than in oxygen, 
showing a nitrogen effect. 
On the one hand, for alloys with high A1 content, the increase in Po, produces an increase 
in oxidation rates at low temperature. At such temperature, internal oxidation, specially of 
Al, is important. On the other hand, at high temperature, the effect is weak and in the case 
of alloy D, the temperature required for the transition from internal to external oxidation 
was lower. 
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Fig. 7. -Influence of the %Ti on the parabolic rate constant: a) Nb-15, 20%N at 900 OC in air; 
b) Nb-20, 30,43%Al at 1000 OC in air. 
(Cr + V) atomic % 
Fig. 8. - Influence of the % (Cr-V) on the parabolic rate constant Nb-40%Ti-42%Al at 1000 OC in air. 
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Fig. 9. - Morphology of the oxide scale on alloy D. 
Fig. 10. - Oxide map of NbTiAl alloys at high temperature. 
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4. Conclusion. 
The parabolic rate constants, Kp, depend on the nature and morphology of oxides formed 
in the external scale, principally TiNb207, AlNb04, Tion and A1203 (ranked in the order of 
increasing oxidation resistance). They are governed by the alloy composition and by d i f i -  
sivities. 
The formation of protective oxides requires a high content of alloying elements (Al, Ti), 
which may lower the melting point and lead to the formation ofbrittle phases. We are going to 
consider next the effect of powder metallurgy manufacturing on microstructure, mechanical 
properties and oxidation resistance. 
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